
 

Fig. AM1 XRD analysis of PCMW 
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Fig. AM2 Monod fitting of the degradation kinetics of pollutants by free and immobilized PM3 (a) Monod fitting 

of COD; (b) Monod fitting of NH4
+ - N; (c) Monod fitting of TP 
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(a) (b)  

(c)  

Fig. AM3 Pseudo-first-order kinetics of COD, NH4
+N, and TP by (a) PCMW; (b) Immobilized PM3 
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